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Additive for hard anodizing
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20°C treatment, can save energy cost
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Hard anodized films over Hv 400 can be formed easily
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Heat crack resistance can be obtained at 200°C (unsealed condition)
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450 Pretreatment
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Cleaning, Etching, Desmutting
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Hard anodizing
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Comparison of hardness
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